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Sample No.
Average 

Diameter

Height/ 

Length

Length / 

Dia Ratio

Unconfined 

Compressive 

Strength 

(Mpa)

Density   

(Mg/M3)

2341 63.50 166.80 2.63 58.30 2.60

2343 63.20 158.80 2.51 29.90 2.61

2345 63.20 150.00 2.37 129.30 2.63

2347 63.10 145.90 2.31 53.50 2.63

2348 63.20 150.80 2.39 20.20 2.61

2350 63.50 163.00 2.57 49.90 2.62

2354 63.20 146.00 2.31 57.62 2.86

2355 63.20 157.80 2.50 45.81 2.62

2356 63.20 150.00 2.37 56.23 2.92

2358 63.50 94.50 1.49 63.10 2.81

2361 63.50 150.70 2.37 35.50 2.67

2362 63.20 164.20 2.60 31.52 2.60

2366 63.20 160.80 2.54 63.80 2.55

2367 63.50 166.90 2.63 43.90 2.55

2369 63.20 159.80 2.53 50.00 2.57

2371 63.20 150.00 2.37 45.90 2.56

2372 63.50 151.00 2.38 38.60 2.89

2375 63.20 158.00 2.50 80.60 2.89

Notes: *Specimens prepared and tested in accordance with suggested method from 

International Society for Rock Mechanics (ISRM), 1985

This test report shall not be reproduced except in full,without the prior written approval of the laboratory.

Results relate only to the sample tested and apply to sample as receieved.

(*)Denotes sample information above has been provided by the client.

Signed:  ___________________ Date:  ______________

 for Geotechnical and Soil Testing Services Ltd

Authorised signatories : G. Reilly
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BH05 @9.20-9.43m

BH06 @8.70-8.90m
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BH07 @10.31-10.55m

BH08 @9.15-9.40m

BH03 @8.60-8.93m
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BH04 @8.50-8.86m

BH04 @9.85-10.05m

BH05 @7.75-8.00m

CONTRACT REPORT NO:

CLIENT NO. JOB NO:

CLIENT

Received Date

ADDRESS DATE: 18/10/2024

TEST REPORT FOR DETERMINATION OF UNCONFINED COMPRESSIVE STRENGTH

of Rock cores in accordance with ISRM 1985

Sample Number

Sampled By

Sampled Date 03/10/2024

Core

Sample Ref / Identification See table of Results

Date Start Test

Date Tested

Sample Source/Location                       * Galway Port

Depth /Location                                                      *See table of Results

Sample Description Rock core

Test Results

Deviations from Standard None

253.40

18/10/2024

BH No. / Depth

BH01 @10.80-11.00m

BH01 @11.65-11.87m

BH02 @7.88-8.10m

BH09 @9.48-9.78m

BH09 @11.70-11.95m

Load at 

Failure (kN)

184.90

93.90

122.50

405.70

BH02 @10.00-10.30m
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